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 1st  6.61%
 2nd  6.54%
 3rd  6.81%
 4th  6.60%
 5th  6.73%

Remarks:
 Cut the sample into small
 bits.

Model: MX-50
Analysis Mode:
   Standard mode
    (Accuracy: MID)
Weight           1g
Temperature   100C
Analysis Time  4.2min
Moisture Content
 Mean Value     6.66%
 Repeatability    0.109%
 CV Value        1.64%


