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Model: MX-50
Analysis Mode:
   Standard mode
              (Accuracy: HI)
Weight                     10g
Temperature          120C
Analysis Time       1.7min
Moisture Content
   Mean Value     0.064 %
   Repeatability   0.0055 %
   CV Value          8.59%

Remarks:
 Left in a thermostatic
chamber of 80%RH and at
30C for 48 hours.

(CPU, 100pin, Plastic QFP,14x20mm)


